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Pergunte ao Euca Expert /  Ask the Euca X  Pert

Perguntas: / Questions


___________________________________________________

Pergunta nº: 74/Question nº: 74

Título: /Title: AQ.
      Por: / By: Fernando Valdebenito
E-mail:  fvaldebenito@celulosa.cmpc.cl
Questão:  /Question:

Hi Celso hope every thing is OK for you now. 
We are Ok looking how the SF2 mill is being erecting.

My question: Do you possibly know how many mills are consuming AQ in Brazil and the main reason why? 

My Best Regards,

Fernando

_________________________________________________

Resposta por Celso Foelkel: / Answer by Celso Foelkel:

Dear Fernando, a lot of success in your expansion CMPC project.
AQ is becoming a very popular pulping additive here in Brazil, mainly when the mills are bottlenecked. By using them, the mills are achieving consistent improvements in terms of more stable cooking conditions, lowering Total Dry Solids Generation to the recovery boiler, and some reduction in alkali charges based on the dry wood. Few of the mills are using because environmental reasons, since sulfidity levels are often high. Pulp yield improvements are not so clear, but some mills do report some gains.

Regards
Celso Foelkel

__________________________________________________

Outros Comentários:  / Other Comments:  

Por: / By:  
E-mail: 

___________________________________________________
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